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TIAN BAO LI

Foshan Tian Bao Li Silicon Engineering Technology Co.,Ltd

Product Name: SILICONE RUBBER

Batch No.:

Certificate Of Analysis

2021090701

Production Date: 2022.09.07

Model No.:

Quantity: 1000kg

TBL-531

Test Date: 2022. 09.09

Test Item Technical Parameter Unit Test Result
Appearance Is lt. with fhrt o Yes[] No¥
impurity
Hardness JIS O AU 29-30
Linear Shrinkage % 3.29
Tensile Strength MPa 7.8
Physical
Properties Elongation % 773
Tear Strength KN/m 16.2
Specific Gravity g/em? 1.086
Plasticity 0.01lmm 114
leanizi
No.of Machine No.3 Vulcanizing 180°C
Temperature
Test Temperature of Roller Water tenolperature Vulca‘lmzmg 180s
- 25°C Time
Conditions
Rotation Speed of Roller 60r/min Pressure 16MPa
Vulcanizing Agent C-6
Wi“g""ee% Unqualified (]
Conclusion K A
<9
g QC Department 3 Form No.: QR-PZ-04-A-0861
Review by: Amy Du lyzed by: Zhou
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